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Product Manufacturer:  Intellect Pioneering Battery Technology Co.,Ltd. 

                        No.30 Xinghua Road East, Xinghua Industrial Park, Ronggui Street, Shunde District, 

 Foshan, Guangdong, China 

  Tel:    +86 (757) 2668 8398 

  Email:  ipbt@ intellect-battery.cn 

Web:  www.ip-battery.com 

 

Intellect Pioneering
,
s Product lithium ion cells and batteries have benn successfully tested and 

comply with the UN Model Regulations,Manual of Test and Criteria,Part ⅢⅢⅢⅢ ,subsection 38.3. 

 

PERFORMED TESTS RESULTS 

38.3.4.1  T1 Altitude Simulation Pass 

38.3.4.2  T2 Thermal Test Pass 

38.3.4.3  T3 Vibration Pass 

38.3.4.4  T4 Shock Pass 

38.3.4.5  T5 External Short Circuit Pass 

38.3.4.6  T6 Crush Pass 

38.3.4.7  T7 Overcharge Pass 

38.3.4.8  T8 Forced Discharge Pass 

 

The UN38.3 tests were performed by Intellect Pioneering Battery Technology Co.,Ltd. Lab and were 

tested to UN Manual Test and Criteria Revision 3 Amendment 1 or subsequent revisions or 

amendments. 

  Intellect Pioneering Battery Technology Co.,Ltd. Lab 

  No.30 Xinghua Road East, Xinghua Industrial Park, Ronggui Street, Shunde District, 

 Foshan, Guangdong, China 

  Tel: +86 (757) 2881 8275 

  Email: xiaogui@intellect-battery.cn 

Web: www.ip-battery.com 
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Product Test Information   

Serial 

number 
Model numbers Physical Description 

1 IP1002737-2P Li ion polymer Battery, 
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Name: Gui Xiao 

Title:  Manager 
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Physical Description  
Battery 

weight(g) 

Wh 

rating 

Li ion polymer Battery, Prismatic 39.5 8.88 
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Test report 

number 

Test report 

date 

 202102008 2021-2-20 


